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specialist slate suppliersEffect of water absorption

Technical Data

Acceptance CriteriaCODE
Water

Absorption
%

AcceptableA1 <0.6%

Freeze thaw resistance test requiredA2 >0.6%

Effect of water absorption

Test Results Requirements of BS EN 12326 - 1:2004

the natural choice for natural slate


