
TEST RESULTS

Code

Water 

absorption 

%

Requirements of BS EN 12326-1:2004

Acceptance Criteria

A1 <0.6%

Effect of water absorption

Acceptable

Freeze thaw resistance test 

required
A2 >0.6%


